
Application:
- Inks
- Master batch
- PVC Application
- Many other uses

Brightness   ( RY) 97.5±1 CaCO₃
Oil absorption (787/5) 17.16 ±0.5gm/100gm CaO

Refractive index % 1.59 MgO

Hardness in Mohs* 3 Fe₂O₃
Moisture 0.2% Max Al₂O₃
PH value (787/9) 9 Max SiO₂
Loose Bulk denisty 0.7 ±0.05gm/cm3 L.O.I

D97 4-5 micron

D50 1.2-1.4 micron

2um 66-70 %

Stearic Acid 13-14 kg/ton
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